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Application Memo 

Quantitative Determination of Styrene in Latex 
 

Industry Plastics & rubber 

Instrument Automatic potentiometric titrator 

Measurement method Oxidation-reduction titration 

Standards  

 

 

 

 

After adding Methanol and 15% sulfuric acid to the prepared sample, it is titrated with 

0.1mol/L potassium bromate/potassium bromide solution until the color changes to yellow. 

The blank value is calculated from the titration volume of the titrant. After adding 10% 

potassium iodide, it is titrated with 0.1mol/L sodium thiosulfate solution. The endpoint is the 

maximum inflexion on the titration curve. The styrene concentration is calculated from the 

blank value and the titration volume of the sodium thiosulfate solution. 

 

 
 

Main unit 

http://www.kyoto-kem.com/en/contact/form.php



